Static strength of flawed Amed Ti6AL4V

Recently we have performed a wide research
activity on the static resistance of flawed AMed
AlSi10Mg alloy.
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Defect acceptability for static applications (IAMSPACE — ESA Project)
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Validation of the procedures for static assessment of
flawed structures onto a space component:

- experiments;

- numerical FE analyses;

- full-scale experiments
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