
Optimization of post-processing surface and bulk treatment on Additive
Manufactured materials

Various surface treatments will be applied and evaluated to modify the
surface morphology of the as-built surface of LPBF by reducing the
surface roughness or homogenization of it with more irregular and
controlled patterns.
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